
TEST REPORT 

CLIENT NAME: 

No. GZIN161202389CCM 

Date : Dec. 27, 2016 

Page: 1 of 2 

ADDRESS: 

SUPRADECK NL

The following sample(s) was/ were submitted and identified on behalf of the client as: 

Sample Name 

SGS Ref. No. 

Test Performed 

Date of Receipt 

Test Period 

Test result(s) 

Signad far and on behalf of 

Co-extrusion wood plastic composite 

GZI N 161202389CCM 

Selected test(s) as requested by applicant 

Aug. 15,2016 

Aug. 15, 2016 to Aug. 25, 2016 

Please refer to the following page(s) 

********To be continuad********

SGS-CSTC Standards Technical Services Co.,Ltd 
Guangzhou Branch 

JI 
Jay Xue 
Authorized signatory 

** Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. The report should not be reproduced 
except in full without written approval from the Company 

Oud Camp 22, 3155 DL Maasland, The Netherlands



Test lnformation: 

Sample description: See photo 

Test item: Density 

TEST REPORT 

Test method: EN 15534-1 :2014 Section 6.2 and EN ISO 1183-1 :2012 Method A 

Test condition: 

Distilled water, 23±2
º

C 

Test result: 1.33g/cm3 

Note: AII test specimens were cut from the sample. 

Photo: 

********End of report********
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